GERMAN
Tabelle 1: Gold- und Silberergebnisse der Proben 
	Proben-nummer
	Gold

g/t
	Silber

g/t
	Probenart
	Anmerkungen

	1
	0.01
	1.60
	Splitterprobe
	Eingang Tunnel 3

	2
	8.77
	222.00
	Splitterprobe
	Ausbiss Nähe Spitze

	3
	4.44
	385.00
	Splitterprobe
	Eingang Tunnel 1

	4
	0.39
	87.40
	Splitterprobe
	Innerhalb von Tunnel 1

	5
	1.90
	211.00
	Splitterprobe
	Handwerkliche Anlagen

	6
	1.41
	131.00
	Splitterprobe
	Handwerkliche Anlagen

	7
	0.16
	4.40
	Splitterprobe
	Eingang Tunnel 5

	8
	10.10
	26.60
	Splitterprobe
	5 Meter innerhalb von Tunnel 5

	9
	49.20
	119.00
	Splitterprobe
	Erweiterung Tunnel 1

	10
	0.87
	15.60
	Splitterprobe
	Handwerkliche Anlagen


ENGLISH

Table 1: Gold and Silver Assays from Samples 

	Sample

Number
	Gold

g/t
	Silver

g/t
	Sample

Type
	Notes

	1
	0.01
	1.60
	Chip
	Tunnel 3 Entrance

	2
	8.77
	222.00
	Chip
	Outcrop near peak

	3
	4.44
	385.00
	Chip
	Entrance of Tunnel 1

	4
	0.39
	87.40
	Chip
	Inside Tunnel 1

	5
	1.90
	211.00
	Chip
	Artisanal Workings

	6
	1.41
	131.00
	Chip
	Artisanal Workings

	7
	0.16
	4.40
	Chip
	Tunnel 5 Entrance

	8
	10.10
	26.60
	Chip
	5m inside Tunnel 5

	9
	49.20
	119.00
	Chip
	Extension of Tunnel 1

	10
	0.87
	15.60
	Chip
	Artisanal Workings


