
 

von bis Breite Gold Kupfer 
Loch Nr. 

(m) (m) (m) (g/t) (%) 
Status Zone 

CSD028 208.0 (1070.1) 
BOH 862.1 0.54 0.29 Finals Sulfid-Gold-Kupfer-Zone 

einschl. 600.0 972.0 372.0 0.85 0.47 Finals Sulfid-Gold-Kupfer-Zone 
        

CSD029 66.0 138.0 72.0 0.52 0.01 Finals Oxid-Gold-Zone 

CSD029 138.0 719.1 
(BOH) 581.1 0.50 0.19 Finals Sulfid-Gold-Kupfer-Zone 


